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REFERENCE DATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

(0p

As NOV0

e9) Nej

Jl5W62 through J15W68
Not Available
323
Bulk
EPA-600/R-93/116
07-A-6378
07-36951 through 07-36957
11/8/07
11/14/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the materialare prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply onlyto the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Shawn Smythe
Analyst

4 A1ka Marie Ristich
Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order toevaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that arenot visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed ashomogeneous materials if insufficient mastic is present or if phases have been cross contaminated.
DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute ofStandards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agencyof the federal government..

CINCINNATI OFFICE
4388 GLENOALE4MILFORD ROAD
CINCINNATI, OHIO 45242-3700
513 733-5336, FAX 513 73"347

WEST COAST OFFICE
11 SANTA YORMA COURT
NOVATO, CALIFORNIA 94945
800 280-8071, FAX 415 893-94GB
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11/14/07

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 323

Set ID: 07-A-6378

Client Sample ID: J15W62 J15W62 J15W63* J15W64* J15W65*
DCL Sample ID: 07-36951A 07-36951B 07-36952 07-36953 07-36954
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Homog. Homog. Homog.
Color: Grey Tan Grey Grey Grey
Texture: Compact Crumbly Crumbly Crumbly Crumbly
Description: Tile Mastic Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder: >10 520 >70 80
% Non Fibrous: >70 80 >10 520 >90 100 >90 ! 100 >90!s 100

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available. Results for sample numbers J15W63, J15W64 and J15W65 do not include paint chips
found with the samples. Paint cannot be analyzed by PLM, TEM analysis is required.

Shawn Smythe" *
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/14/07
DataCheat Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 323

Set ID: 07-A-6378

Client Sample ID: J15W66* J15W67 J15W68
DCL Sample ID: 07-36955 07-36956 07-36957
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog.
Color: Grey Grey Yellow
Texture: Crumbly Crumbly Fibrous
Description: Material Material Insulation
Analysis: PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND
Other Materials
% Cellulose: >1 . 3
% Fiberglass: >90 9 100
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >90 5 100 >90 5 100 >1 3

ND = None Detected Trace = <1%

Special Prep Procedures: None.

* Notes: P. 0. #: Not Available. Result for sample number J15W66 does not include paint chips found with the sample.
Paint cannot be analyzed by PLM, TEM analysis is required.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
".. If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford
Collector

TI'm Lee

Proiect Designation
300 Area DaD Waste Characterization Sampling - Oter Soli

Ice Chest No.

Shipped To
DaLaChem Laboratories - Cincinnati

POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos

Special Handling and/or Storage

CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-335 P I '
Comany Contact Telephone No. Proiect CoordinatorTim Lee 627-8639 KESSNER, JH Price Code 9K Data Turnaround
Samnlna Location

3 4 e.5
FiLoebookNo COA

- _JL SL_ _ IF, 3oo 3 t
Osit Pronrtv No Federal Express

t

SAP No.
RC-040

Method of Shipment

Bill of Laditn/Air Bill No.
!See OSPC

Type of Container

No. of Container(s)

Volume 5: 1 1 1t1 i

7 Days

Asb so-
BUUK-EPA

SAMPLE ANALYSIS

SmnpleNo - . Matrix * Sample Date Sample Time
J15W62 OTHER SOLID -7--------
J15W63 OTHER SOLID __D

J15W64 OTHER SOLID 11,D

J15W65 OTHER SOLID 11-9
J15W66 OTHER SOLID -Lbtz2 . ----

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS MatrixRlrnquished By/Remo F DadTime Rcived By/Stored In Da/hae ia boratoo Analy ss, Data Management, and Shipping COA - RD4MXX2FOO

Relinquished ByiRnoved From J D-/Tre ocived By/Stored In . Da Tine samples fr, so-
JrZie ,26 / V/1 w 3728 Custodianre 23 7e ise By /R D t? fim':R9 vae y/ r d , 4 kDKe/Tme 3 n8 O % 7 ' A s for W- wa-Sipping eamples aqR wIshcd By/RmvdFr Datmue vRed B STrcd In 1 Daterfime SpvWaib

Sao"Per oavaiabx--?/.4
Rliaquished y/Reiu dtrorFm Date/it Eved y/ored In Datnat

Rlinqaished BytRaovod From DalTime, re -SoedI Dt/rm

n~hquisked 1y/Ruved roat Date/tire R"eied By/Stored In Datr/me

LABORATORY ReceivedBy te De/e
SECTION

FINALI SAMPLE Disposal Dsposed By Datetwit
DISPOSITION

WCH-EE-011

Preservation



Washingon Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-335 Pae of Z-
Collector Company Contact Telephone No. Proiect CoordinatorTim La Tim Lee 627-8639 KESSNER, JH Price Code 9K Data Turnaround
Project Daeinadon Sampling L t t n SAF No. 7 Days300 Area D&D Waste Characteization Sampling - Other Soli 323 '..-rF-. RC-7Da

Ice Chest No. Fleld NC A Method of Shipmentei2 r- re r ied AQ to 3 2-3o0 (006 Federal Express
Shipped To Offsite Pronerty No. Bill of Ladirn/Air Bill No.DataChew Laboratories - Cincinnati ___A p'0 C ~ See 05WC
POSSIBLE SAMPLE HAZARDS/REMARICS
Asbestos 

Pres
PrsraIo No.e

Special Handling and/or Storage Type of Container G

No. of Container(s)

Volume

BULK-EPA
SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time

J15W67 OTHER SOLID \ -3T

J15W68 OTHER SOLID

CHAIN OF POSSESSION Sign/Print Ntme SPECIAL INSTRUCTIONS Matrix
Rlq hled B Ry o D Ime Reeived By/Stored In ime LaborItony Analysis, Data Management, and Shippng COA - RD4MXX2F00

Rhuiqusihed By/Rcmoved omt DMTi v-e ecilBy/Stoei .J?32SCus~~ tf~e~s-

R "eliqi d B,;Rcnwed VIrL Datmrione Recei By/Sw In I te/wirr e 37&CT-di

/5,2t9?1-717 424,10 i2 shipping8 on sallples forW
ketiqualed B'ku K ni WF.,.. DacTinzc a4t46L Rmivea BvfSrod I. DaerieS mpr avai~~trlou 5  Sna oa

R~~w ualbct elinquishe etoe ie/ue*vB/

Rdlinqished By/Reioved From DOiiit dAStored In Date/Time V i

Relinquished By.Ramovd From Date/time Received B3 /S"oauI In Date/Time

LABORATORY ReCIVdB Title Dalfrie
SECTION

FINAL SAMPLE Disposal M Disposed By Datdrim.
DISPOSITION

WCH-EE-01 1


